
AD-A081 455 DAVID V TAYLOR NAVAL SHIP RESEARCH AND DEVELOPMENT CE-E-TC F/6 13/10
COMPARISON OF ROUGHNESS RESISTANCE AS NEA"JED BY FLAT PLATE AN-ETC(U)
JAN 80 J L POWER, J LIBBY

UNCLASSIFIED DTNSRDC/SPO-0931-01 NL

mlll



III3 2 ~ 2.2
3oil 11111

1I.8fll 1.25 1111'.6

M I N , O i HI [1 ON I I I



DAVID W. TAYLOR NAVAL SHIP .

SRESEARCH AND DEVELOPMENT CENTER
Bethesda, Md. 20084 LEVEii

E COMPARISON OF ROUGHNESS RESISTANCE

AS MEASURED BY FLAT PLATE AND ROTATING DISK

by

z g
< J. L. POWER & J. LIBBY

i APPROVED FOR PUBLIC RELEASE: DISTRIBUTION UNLIMITED

U,

SVSHtIP PERFORMANCE DEPARTMENT

U, DEPARTMENTAL REPORT

.Zi

JAN 1980 DTNSRDC/SPD-0931-01

80 3 6 4



MAJOR DTNSRDC ORGANIZATIONAL COMPONENTS

DTNSRDC
COMMANDER

00

TECHNICAL DIRECTOR
01

OFFICER-IN-CHARGE _ _OFFICER-IN-CHARGE

CARDEROCK ANNAPOLIS
05 04

SYSTEMS
DEVELOPMENT
DEPARTMENT

11

SHIP PERFORMANCE AVIATION AND
DEPARTMENT SURFACE EFFECTS

DEPARTMENT
15 16

STRUCTURES _COMPUTATION,

STRUCTURES _MATHEMATICS AND
DEPARTMENI LOGISTICS DEPARTMENT

17 18

SHIP ACOUSTICS PROPULSION AND

DEPARTMENT AUXILIARY SYSTEMS
19 DEPARTMENT 27

SHIP MATERIALS CENTRAL
ENGINEERING INSTRUMENTATION
DEPARTMENT DEPARTMENT28_____________ 29



UIifIASSTETED
%ECU 'ITY CLASSIFICATION OF THIS PAGE (Whon Date Entered)

REPOT DCUMNTATON AGEREAD INSTRUCTIONS
REPOT DCUMNTATON AGEBEFORE COMPLETING FORM

' pno DTSRC/-l 4l 1 GOVT ACCESSION NO. 3. RECIPIENT'S CATALOG NUMBER

S CISrr. 
PERIOD COVERED

OMPARISON OE..ROUG1INESS JESISTANCE AS MEASURED BYr
ILAT 2LATE AN16 8OTATINGT'ISK PRFRIGO.RERTNBR

6.~~~~~~~~~~~ PERFORMING ORGANZTO NARADADES RG ML E.PRET NUABER

I. CONTROLLIN O5IC NAMEAC AND ADDAES WorUUnt E089

9. MOIORING AGEANCZAI NAME 'AN ADDSRi E SS~aLL~m.nr~~g f S SECRIT CLOUSS. RO JECTI . T ASK(Ic~I~~3REA Unlssfe

avd fTor Naubl reSe:p RDisetrto unlimitedA

BethdISRBTOa TTMNo h aerc nee i lc 0 If 200e8h o gra 6e1N)

FRsiton DC RO0GNES EFFECT

04. ABST7R GACT NCYu oNAM Aeee itd dfnceer i, I ntof ng b O fc e) S. SCRT LAS hi eot

The rsistncesof fur srfac rounesesUorme aysixingpandwt

and aITIBTO roTATg N disk apiparts) h ups fteepeiet a ocm

theproughnessesubetw eeate:platetanduiskno uniiedlt-ik ednia

but onlyBUIO wiTTMN paria tsrcess.teI late a0fn dis Resuts eecmprdb

firSTRC detiing thrvrse boundcarylaydIetfyb simlarity-la-rouhescaatrzt)
he rmteaue resistances of torsraeruhne nies anrmd torye ofin pth woait

dffertd~ gr73 sesIO Oav bee NOV6tiate ISin OaOT flCplSStFe fiton
anda ottin dskappraus Th prpseof heexeriens as o omar

the ~ ~ ~ ~ ECRT reuLAobaieSSIFteICtean is. A TIO OFtmp TIs mae toi~ keel)



UNCLASSIFIFD
SECURITY CLASSIFICATION OF THIS PAGE (*Won Does Entered)

0. 
/ de '.r

isks. The values of 4B were then used to estimate typical full-scale friction
drags as predicted from the plate and disk data. Taking into account the
differences between roughness height measurements taken on the plates and disks
the compared extrapolated total friction drags for three of the four roughness-
es were within 10 percent of each other. The results from the fourth and
largest roughness show a larger disagreement between extrapolated values of
total frictional drag. Except for Roughness 3, the discrepancies between
measured changes in drag due to roughnesses on disks and plates were as much
as 100 percent_

Accoci

Ju.

By ...............

DizL " I

D I s .i

UNCLASSIFIED
SECURITY CLASSIFICATION OF THIS PAGEM.bn Dol Entered)



TABLE OF CONTENTS

Page

ABSTRACT ..................................................... I

ADMINISTRATIVE INFORMATION ....................................

INTRODUCTION ................................................. 2

APPARATUS ................................................ 3

FRICTION PLANE ......................................... 3

ROTATING DISK ............................................. 3

DETERMINATION OF 4B .......................................... 4

ROUGHNESS .................................................... 6

RESULTS ...................................................... 7

PREDICTION OF FULL SCALE DRAG ................................ 13

DISCUSSION ................................................... 15

CONCLUSIONS .................................................. 23

REFERENCES ................................................... 25



ABSTRACT

The resistances of four surface roughnesses, formed by
mixing paint with different grit sizes, have been investigated
using a flat plate friction plane and a rotating disk apparatus.
The purpose of the experiments was to compare the results ob-
tained with the plate and disk. An attempt was made to keep
the roughnesses between the plate and disks of each plate-disk
set identical but only with partial success. The plate and disk
results were compared by first determining the boundary-layer
similarity-law-roughness characterization &B from the measured
resistances of the plates and torques of the rotating disks.
The values oC &B were then used to estimate tyrnical full-
scale friction drags as predicted from the plate and disk data.
Taking into account the differences between roughness height
measurements taken on the plates and disks, the compared extra-
polated total friction drags for three of the four roughnesses
were within 10 percent of each other. The results from the
fourth and largest roughness show a larger disagreement between
extrapolated values of total frictional drag. Except for Rough-

ness 3, the discrepancies between measured changes in drag due

to roughnesses on disks and plates were as much as 100 percent.
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INTRODUCTION

In Reference 1, Granville presents methods by which arbitrary

roughnesses can be characterized using data obtained from one of three

apparatuses; the rotating disk, the friction plane, and the pipe. Of

these three the rotating disk seems to be the most convenient and

inexpensive to use and thus would be the preferred apparatus in most

experiments. However, at this time there is little experimental data

to confirm that these three methods will in fact produce the same rough-

ness drag characterizations. The purpose of the present experiments was

to characterize the drag of identical roughnesses using both the rotating

disk and the friction plane.

The drag characteristics of four paint-grit mixtures have been

investigated, the different surfaces representing varying degrees of

roughness which might exist on full-scale ship hulls. The boundary-layer

similarity-law-roughness characterization AB has been determined, using

the methods of Reference 1, from the measured torque on the rotating

disk and the measured drag on the friction plane. The values of AB

obtained with the disk and friction plane are compared and used to

predict full-scale ship friction coefficient values. These coefficients,

taking into account the roughness height measurements on the plates and

disks, are compared.
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APPARATUS

FRICTION PLANE

The friction plane structure was installed in the 36-inch Variable

Pressure Water Tunnel (VPWT) closed jet section. The s urface plate

consists of a fixed nose piece 27.9 inches (0.709 m) long, followed by

a frame floating on flexures which restrain motion in the vertical and

lateral directions. Motion in the longitudinal (flow) direction is

restrained by a dynamoineter which measures the drag. The actual test

plates, 80 inches (2.03 mn) long and 29.5 inches (0.749 mn) wide and coated

with the appropriate roughnesses, fit within the floating frame forming

a continuous flat surface with the adjacent surfaces. Plates 24 inches

(0.610 in) long and 29.5 inches (0.749 m) wide, with the same surface

roughness characteristics as the test plates, fit into the nose piece.

ROTATING DISC

Measurements on 9-inch (0.229 mn) diameter disks with surface char-

acteristics corresponding to those of the plates were performed in a

rotating disk apparatus described in Reference 2. Each disk was mounted

on the end of a 1/2 inch diameter shaft in a 3.9 gallon (0.015 mn 3

cylindrical housing. The shaft was rotated by a variable-speed

(0-2200 rpm) 1-1/2 hp (1.12 X 10 3W) DC motor. The torque was measured

by a BLH Electronic Type "A" torque sensor and the sensor output was

read using a digital voltmeter. The output readings were averaged over

a ten second interval after steady state conditions were reached. The

rotation rate was measured by a 60-tooth sensor.

3



DETERMINATION OF AB

The boundary-layer similarity-law-roughness characterization AB

is used to compare the results from the plate and disk. The value of

(AB) is determined as a function of roughness Reynolds number k* frome

the gross measurements of drag of the plate or the torque of the rotating

disk using methods developed by Granville.1  The subscript e refers to

conditions at the end of the plate or edge of the rotating disk. The

Reynolds number k* is defined as:

u k

k* 1_

where
- friction velocity,

To- shear stress at wall

p - density of fluid

v - kinematic velocity of fluid

k - roughness height

The values of (B) e are obtained from the following equations

Plate

(AB) 2 Ir =(F~ 1

Disk

We r2.242 -r (RRCM)r = (RRCM) s  5 [21

where CF D/( PU2S) RL = UoL/v

C M 2M/( p R5) and RH = wR2/V
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and D - drag on plate

S - surface area of plate

U - freestream velocity over plate0

2M - moment developed on both sides of disk

R - radius of disk

(AB) ' - d(AB)/d(ln k*)e

w - angular velocity of disk

L - length of plate

The values of C and C are obtained from the measurements on the
F M

friction plane and the rotating disk respectively. The subscripts r

and s refer to rough and smooth surfaces.

For the flat plate the value of k* is given by
C

ke = (u /U ) R (k/L) [31
e T oe L

and the corresponding local friction is given by

(IT/U ) = CF/2 (1 -A C12)To e 1 41

A has a value of 2.5 in the plate equations.

For the rotating disk the values of k* are given by
e

k* = (u /wR) R (k/R)
e T eR 151

and the corresponding local friction is given by

u/R= o.4( I- [A+ (Afl'oo.09? VC

A has a value of 2.518 in the disk equations.
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In order for values of (AB) determined from the plate and disce

to be validly compared, the roughnesses on the plate and disc must be

the same.

ROUGHNESS

The four roughnesses that were investigated consisted of paint-

grit mixtures. They have been designated numbers I through 4 in order

of increasing roughness. Each surface roughness was spray painted at

the same time onto one plate and two disks. An effort was made to

obtain identical rough surfaces on the plate and disks for each paint-

grit mixture.

After the roughnesses were applied to the plates and disks, surface

height measurements were made on all surfaces. A Clevite Brush Sur-

fanalyzer was used to measure surface microroughness. On each plate

twelve inch traverses were made laterally across the plate at eight

different longitudinal locations. Four traverses were taken on each

0

side of each disk. The traverses were taken along four chords at 90

to the adjacent chords. The maximum distance between each chord and

its arc was 1 inch (2.54 cm). The locations of these traverses are

illustrated in Figure 1.

The Surfanalyzer measures the arithmnetic average of the peak-to-

trough roughness height given by

6



where k(x) is the spatially varying surface trace and d is the length

over which the measurement is taken. The value of d used in the

measurements was 0.3 inches.

Traverse(typ.)
(2.54 cm)

Figure I - Traverse Lines Used to Measure Roughness on the Disks

The results of the roughness measurements are given in Table 1.

The table contains the mean values k and the ratios of the standard

deviation a to the mean. The values of r and u were obtained using N

roughness readings taken from the plate and the two disks designated

A and B. Disk B of Roughness 3 was not used in the experiments because

of defects in its painted surface. The results show that the plates

were generally rougher than the disks. The exception is Roughness 3

where the disk was slightly rougher than the plate. The ratios a/7.

also indicate that there are considerable differences in the roughness

variations on the individual plates and disks.

RESULTS

The values of AB obtained with the disks and plates are plotted in

Figures 2 through 5, for the four roughnesses, investigated as a function

of k* . The average value of roughnesses height , as given in Table 1,
e
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was used to calculate k* . Where two disks were used the average value
e

of torque was used to obtain AB.. The disk results have been corrected

for the swirl that occurs when a rotating disk is operated in a closed

container. Three separate runs were made with the Roughness 4 plate

as shown in Figure 5.

As shown in Figures 2 and 3, the A~B's measured on Plates I and 2

indicate rougher surfaces than the AB's measured on Disks I and 2 re-

spectively. This trend agrees with the trend of the roughness measure-

ments given in Table I which indicate that Plate I has approximately

a 10 percent larger roughness than Disk I and that Plate 2 has approx-

imately a 15 percent larger roughness than the Disk 2.

Figure 4 shows close agreement between the AB's obtained with

Plate 3 and Disk 3. There is also close agreement between the rough-

ness measurements taken on this plate and disk as shown in Table 1.

The results obtained with Roughness 4 show AB's which indicate

that the disk is rougher than the plate. This is the opposite of what

is indicated by the roughness measurements where the plate was found

to be approximately 27 percent rougher than the disk.

PREDICTION OF FULL SCALE DRAG

The roughness characterization AB has been determined as a function

of a sin'nle dimensionless ratio k* for a number of irregular rotiyh-

nesses using the plate and the disk. To illustrate in a more practical

way the significance of the results, values of AB and k* are used to

obtain flat plate friction lines C F(log 1 0 (R L ) L/1(bvhich are used

13



to predict typical full scale friction drags. The method of converting

LAB to flat plate drag coefficients is outlined below and is given in

more detail in Reference 1.

The value of (C Or as a function of ( L~ is given by the inter-

section of two loci, one locus to satisfy AB and the other to satisfy

k*. The locus to satisfy AB is given by equation (7) which is valid

at constant values of C F

log 10 ( L ) r= log 10 (RL) S (AB) e (7)
2-3A

For a constant value of (AB) the locus for the friction line with
e

roughness is offset a constant amount in the direction of increasing

log 10R L from the smooth wall friction line for all values of CFO The

smooth wall friction line used in these calculations is given by

equation (8).

(CF) 0.0776 - 2+ 60(8
(log 1 0 (R L) S- 1.88) (R L)

The second locus which satisfies k* is given by equation (9)

log1Q(R ~ l og10k* + log1 0 / F 2. logk (9)

For constant values of k* and L equation (9) is plotted as a function

of C F The value of k does not effect the computations and a dummy

value of I inch (2.54 cm) was used. Also a constant flat plate length

of L -300 ft (91.4 mi) was assumed.

The intersections of equations (7) and (9) give a point on the

friction line (C F r for each AB k* combination. The friction lines

14



obtained in this manner are shown in Figures 6 through 9. Three values

of AB - k* were used to construct the lines. These three values of

k- AiB are listed in Table 2 for both the plate and disks of all

four roughnesses. Also listed are the friction coefficients (C F)

and related Reynolds numbers (RLr

DISCUSS ION

The differences in roughness between the plate and disks of each

plate-disk set make direct comparison of plate-disk AB's and C F values

impossible. However some observations can be made by comparing dif-

ferences in roughness measurements and in C Fvalues. When percentage

differences in roughness heights and CF. values are cited it is not

implied that there is a known relation between the arithmetic average

height of roughness and the friction drag.

A summary of the comparison of the C Fvalues and roughness height

measurements is given in Table 3. The results obtained with plate-

disk Sets I through 3 seem to be qualitatively reasonable. For Sets I

and 2 both the CF values and the roughness measurements indicate the

plates were rougher than the disks. While the C values for plate-

disk Set 3 indicate a rougher die't; the differences are small. It is

difficult to accurately estimate how equivalent the C Fvalues predicted

from the plate and disk measurements are in characterizing the rough-

nesses since there is no way to quantitatively translate roughness height

into drag. However, from the results given in Table 3, it is estimated

is
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constant value of L/k would be decreasing or constant values of CF.

In addition there was a large amount of scatter in the plate results

for all four roughnesses as can be seen in Figures 2 through 5.

In contrast the results obtained with the rotating disk show much

less scatter and the computed values Of CF decrease with increasing

values of R Lfor all roughnesses. A possible source of error in the

rotating disk experiments is the effect of container size on measured

torque. Although the results were corrected for the effect of container

size there is some doubt about the accuracy of the correction. Addi-

tional sources of error could be the effect of the disk edge including

grit that accumulated on the edge.

CONCLUS IONS

The drags of four surface roughnesses have been characterized

using both a friction plane and a rotating disk apparatus. Ideally

the roughnesses applied to the plate and disks of each plate-disk set

were to have been identical. In practice, the average roughness

heights of the plate and disks as measured by a stylus type instrument,

were as much as 27 percent different. This difference made a direct

comparison of plate-disk results, using the boundary-layer similarity-

law-roughness characterization AB, impossible. However the results

from the friction plane and disk were compared using typical full-scale

values of C., obtained from the plate and disk experiments and the

roughness measurements. The values of C Fwere determined from frict ion

lines constructed from the measured roughness characterization AB and
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the Reynolds number k*. For Roughnesses I through 3 the total friction

drag values of the disk and plate were estimated to be less than 10

percent different from each other. For Roughness 4 the results showed

greater disagreement. Except for Roughness 3, the discrepancies between

measured changes in drag due to roughnesses on disks and plates were

as much as 100- percent.

Despite the partial agreement between the friction drag predictions

derived from the plate and disk data it is recommended that these exper-

iments be repeated with the following changes:

1. Use sand grains and screens as roughnesses. These roughnesses

can be reproduced more accurately than the paint-grit mixtures

thus assuring a more similar roughness on the plate and disk.

In addition experiments with at least one painted surface should

be repeated.

2. Install pressure taps on the forward and aft faces of the

sample plate frame to determine the magnitude of any pressure

differences. Determine if the pressure differences are sensitive

to small changes in the frame orientation.

3. Conduct experiments with the rotating disk in different size

containers to determine the effect of container size on disk

measurements.

4. Experimentally determine the effect of disk edge roughness on

measured value of torque.
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